DIN EN 10277-5:2008-06 (E)

Bright steel products - Technical delivery conditions - Part 5: Steels for quenching
and tempering

Contents Page
0T =T o 3
1 £ o - PSS 4
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 4
3 Terms and definitioNs ... 4
4 Classification and designation ... ————— 4
4.1 L0 - T 1 o7 1o o S 4
4.2 DESIgNAtioN .....ooiiiieiiiiii i ——————————— 4
5 Information to be supplied by the pUrChaser ...........oocc oo 4
6 ManNUFfacCtUring PrOCESS .....cccccciiiiiiiiiiicsseerrr e e rssss s ssssme s e e e eesss s ssmn e e e e e es s s s s s snns e e e e eesa s ssnmneeneeessnnnnennnnns 4
7 Yo [T = 4 L= o 5
71 Chemical COMPOSILION ... s mn e e mmnns 5
7.2 Mechanical Properties ... s ms s e e e e e 5
7.3 Hardenability ... ———— 5
7.4 L] = 11 T =] S 5
7.5 Non-metallic INCIUSIONS ... e 5
7.51 MiCroSCOPIC INCIUSIONS ......eeeee e e e 5
7.5.2 1V E= T3 e X=T 20 o T o] 4 Lo 11 1= [o o1 5
7.6 L0 ] o 1 o o 1= PSS 5
8 Inspection and teStiNg ..o ———————————— 5
8.1 Types and contents of inspection dOCUMENTES .........cccccviiiiiiiiccccscrerrr e 5
8.2 SPECIfiC INSPECHION ... s nr e e e s e s s mnnn e e e e e ea s s nn e e e e eesnsnnnnns 6
8.3 Verification of hardenability ........ccccocoiiiiiiin e ———— 6
9 T 1] ' 6



		2026-06-28T18:59:32+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




