DIN 488-5:2009-08 (E)

Reinforcing steels - Lattice girders

Contents Page
0T =T o 3
1 £ T o - 3
2 Normative referenCes ... 3
3 Terms and definitioNs ... 3
4 £ 1] o e PSS 5
5 D 1YY T 4 - oY 9
6 L= o LT =Y 4 L= 0 10
6.1 Manufacturing ProCeSSES ...t 10
6.1.1 7= T - 10
6.1.2 Material for the COMPONENLS ... e e 10
6.1.3 Manufacturing processes for lattice girders .........cccociiiiiiinin e —— 10
6.1.4 7= o | o 10
6.2 PrOPeItIES ..ciiiiiiii i —————————————————————————— 10
6.2.1 Properties in the tensile test ... ——————————— 10
6.2.2 Shear force of the welded JOINtS ... e 1
6.2.3 (=71 4 Lo I o XY o 0 43 0 = 10 o = S 12
6.3 Form, dimensions and limit deviations of the lattice girders ........ccccocciirriiiiiciicnn e 12
6.3.1 D 1= T | o 12
6.3.2 [ 11 4 T=T 0 E=T T 4 12
6.3.3 Limit deviations for the lattice girders .........cccoiiiinii e ——— 12
7 Identification of the Products ... 12
8 [ Yo o oo o ¢ 411 /2 12
Annex A (informative) Examples of welds in lattice girders .........cccoiccicrimminsscccceeerr e 13
Annex B (informative) Information on and examples of lattice girder designations ..........ccccccernnneeee 14



		2024-04-25T18:56:15+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




