DIN EN ISO 10893-7:2011-07 (E)

Non-destructive testing of steel tubes - Part 7: Digital radiographic testing of the weld
seam of welded steel tubes for the detection of imperfections (ISO 10893-7:2011)

Contents Page
[0 =3 T o o 3
L) oo LU T3 T 5
1 £ o - PSS 6
2 Normative refer@nCes ... —————— 6
3 Terms and definitions ..o ———————— 6
4 General reqUIrEMENLS ........ooiiiiiiiiie i ssn e s mmn e e e s e s mmm e e e e e s e e s mnn e e e e s n s nnnns 7
5 = 0T o0 1= 31 7
6 TeSt MELNOA ... ————— 8
7 g T= T L= U= 1 1 10
8 L4 Yo L= o] oo =TT | T 15
9 Classification of indications ..........cccovviiiiic e ——————— 16
10 Acceptance lIMILS ... e e 16
1 X e oY o g [ o = 16
12 Image storage and diSPlay ... ————————— 17
13 TESE FEPOIT ... s sssssssssssssssssssssssssssnnnsnsnnnnnnnnnnnnnnn 17
Annex A (informative) Examples of distribution of imperfections ..........ccccoiiiiiniiniiici s 19
271 o] Lo = T o T/ 22



		2026-04-30T14:48:33+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




