ISO 15630-2:2010-10 (E)

Steel for the reinforcement and prestressing of concrete - Test methods - Part 2:

Welded fabric

Contents Page
0T =T o iv
o X0 11T T o v
1 £ o - PSS 1
2 Normative referenCes ... e 1
3 SYMDOIS ... ———————— 1
4 General provisions concerning test Pi€Ces ..o 2
5 TeNSIlE tEST ... 3
5.1 =553 B (=Y o 3
5.2 L5395 10T o 1 1= 4 3
5.3 L= 3 e = LU 3
6 Bend test on welded intersection ... ——— 4
6.1 =53 8 o] =Y o 4
6.2 Test @QUIPMENT ... .. n e e e e e e e nmn e e r e e e e nmnna e e e e nannan 4
6.3 =TS 8 o o = [T - 5
6.4 Interpretation of test results ... ———————— 5
7 Determination of the weld shear force (FS) ..o e 6
71 =553 S (=Y o = 6
7.2 LIS 9= 100 o 1 1= 4 6
7.3 =53 A o= L1 1
8 Axial force fatigue test ... 1
8.1 Principle of test ... 1
8.2 =53 8 o= o 1
8.3 Test @QUIPMENT ... ..t me e n e e e e mnn e e e e e na s 1
8.4 B IC=ES3 8 o e = [T = 12
8.4.1 Provisions concerning the test piece ..o ——— 12
8.4.2 Upper force (Fup) and force range (Fr) ... ccmiimiiicccccsemrre s s sssssse s s ss s s ssssmee e s s sssnssnnns 12
8.4.3 Stability of force and freQUENCY ... s mn e e e e annns 12
8.4.4 (0201071 aTe e o] o o= o2 L= 12
8.4.5 =Y o [ =T o 12
8.4.6 B I=1 0 7= = L = 12
8.4.7 Validity Of the teSt ..o e e nme e e e nnnn e 12
9 Chemical analySis ......ccccceiiiiimiiir i ———————— 12
10 Measurement of the geometrical characteristics of the fabric ..........cccoovrviriniinnciine 13
10.1 =53 8 o= o 13
10.2 Test @QUIPMENT ...t mr e mn e n e e nmnn e e e e e na s 13
10.3 =53 0 e = L1 13
1 TESE FEPOIT ... s sssssssssssssssssssssssssssnnnsnsnnnsnnnsnnnnnnn 13
=1 o7 [T Yo | = T o 137/ 14



		2026-04-29T05:11:38+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




