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Continuous hot-dip zinc-5 % aluminium alloy coated steel sheet 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Thickness ........................................................................................................................................3 
 
5 Requirements .................................................................................................................................3 
5.1 Chemical composition ...................................................................................................................3 
5.2 Mechanical properties ...................................................................................................................4 
5.3 Coating ............................................................................................................................................6 
5.4 Weldability ......................................................................................................................................8 
5.5 Painting ...........................................................................................................................................8 
5.6 Surface treatment ...........................................................................................................................8 
5.7 Coated coil joining .........................................................................................................................8 
5.8 Dimensional and shape tolerances ..............................................................................................9 
 
6 Sampling .........................................................................................................................................9 
6.1 Chemical composition ...................................................................................................................9 
6.2 Tensile test ......................................................................................................................................9 
6.3 Coating tests ...................................................................................................................................9 
6.4 Coating adherence .........................................................................................................................9 
6.5 Retest ..............................................................................................................................................9 
 
7 Test methods ................................................................................................................................10 
7.1 Tensile tests ..................................................................................................................................10 
7.2 Coating properties .......................................................................................................................10 
 
8 Designation system .....................................................................................................................10 
8.1 Introduction ..................................................................................................................................10 
8.2 Coating name ................................................................................................................................10 
8.3 Coating type ..................................................................................................................................10 
8.4 Coating mass ................................................................................................................................11 
8.5 Coating condition .........................................................................................................................11 
8.6 Surface treatment .........................................................................................................................11 
8.7 Base-metal quality ........................................................................................................................11 
8.8 Examples .......................................................................................................................................12 
 
9 Resubmission ...............................................................................................................................12 
 
10 Workmanship ................................................................................................................................12 
 
11 Inspection and acceptance .........................................................................................................13 
 
12 Marking ..........................................................................................................................................13 
 
13 Information to be supplied by the purchaser ............................................................................13 
 
Annex A (normative) Orders requiring base-metal thickness ..................................................................15  
Bibliography .................................................................................................................................................. 17 


		2026-06-28T17:58:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




