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DIN EN ISO 16120-3:2011-10 (E) 
 
 
Non-alloy steel wire rod for conversion to wire - Part 3: Specific requireme nts for 
rimmed and rimmed substitute, low-carbon steel wire rod (ISO 16120-3:2011) 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Terms and definitions ....................................................................................................................5 
 
4 Designation .....................................................................................................................................5 
 
5 Requirements .................................................................................................................................5 
5.1 General ............................................................................................................................................5 
5.2 Chemical composition ...................................................................................................................5 
5.3 Internal soundness and surface quality ......................................................................................6 
5.4 Depth of surface discontinuities ..................................................................................................6 
5.5 Non-metallic inclusions .................................................................................................................6 
5.6 Tensile strength ..............................................................................................................................6 
5.7 Scale characteristics ......................................................................................................................7 
5.8 Mechanical damage .......................................................................................................................7 
 
Annex A (informative) Steel designations in accordance with ISO 16120-3 and designation of 

comparable steel grades in national or regional standards ......................................................8 
 
Bibliography .......................................................................................................................................................  
 


		2026-07-12T02:36:13+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




