ISO 3574:2012-12 (E)

Cold-reduced carbon steel sheet of commercial and drawing qualities

Contents Page
0T =30 o iv
1 £ T o - 1
2 Normative referenCes ... e 1
3 TermsanddefinitioNs ..o 1
4 D 1] 4 =T =TT 4 2
5 Conditions of MAaNUFACIUIe ... e e 2
5.1 Chemical COMPOSILION ... s s mne e s e mmnns 2
5.2 SKiN PASSING 1uueeiiiiiieiriiii i 3
5.3 L0 T Ty T R 3
5.4 L1111 e F= ' 1 1 SRR 3
5.5 Fabrication qUalities ... 3
5.6 Strain @QEING «iiceeeeiiiiririiir e ————————— 4
5.7 KSTH] g £ o= o2 oY 0 T L1 o T 4
5.8 SUface fiNiSh ... 5
5.9 APPHICALION ... s s nnnnnn 5
5.10 Mechanical Properties ... e 5
6 Dimensional and shape tolerancCes ... 6
7 Tensile test SAMPIING ..coocceiiiiir i ——————————— 7
8 =5 1 Lo = 7
9 Y (== £ PP 7
9.1 (V1= Tod 10 11 4 Yo =1 Lo I i P 12 SR 7
9.2 ] [ 3 T -1 1o 7
9.3 Additional teStS ........coiiiiiiiii e —————————— 7
10 RESUDMISSION ...t 7
1 LT eY 4 T 14 £ o 1 o 7
11.1 Commercial quality CRT ... 7
11.2 Drawing quality CR2, CR3, CR4, CRS ... s mn s 8
12 Inspection and aCCEPLANCE ..o 8
13 0o 4 8
14 1= ] 8
15 Information to be supplied by the PUrChaser .........ccooc oo e 8
BiblIOGrapRy ....ceeieiiieisi i 10



		2024-05-17T23:41:26+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




