DIN EN 10361:2016-02 (E)

Alloyed steels - Determination of nickel content - Inductively coupled plasma optical
emission spectrometric method

Contents Page
EUropean fOr@WORId ............iiiiiiiiiccisineere s sssssssseee e s e s s s s s s s s e e e eesa s s s ams s e e e e e san s amneeeeeesanssssnmnnneenessnsssnnennesnnnnn 3
1 8T o o1 4
2 NOIrMative referenCes ... ———— 4
3 T T T oS 4
4 Y= T =T 3 S 4
5 APPAFAtUS ... e e e nnan 5
6 £ T 134 o 11 o 5SS 6
7 0T o= o 11 6
8 DeterminNation ... —————— 8
9 EXpression of the reSults ... 9
10 L= 38 0= o T 9
Annex A (informative) Plasma optical emission spectrometer - Suggested performance criteria to

DE CRECKEM ...t —————— 13
Annex B (informative) Composition of the samples used for the validation precision test ................. 15
Annex C (informative) Graphical representation of the precision data ............cccooooiniiiicciiiicee 16
[ T] o [T =T ] 13T/ 17



		2026-05-01T03:33:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




