ISO 10280:2025-09 (E)

Steel and iron - Determination of titanium content - Diantipyrylmethane
spectrophotometric method

Contents Page
0T =TT o iv
1 £ oo o - SRS 1
2 NOIrMAtiVe refEreNCEeS .......coi i e e s e e mmn e 1
3 Terms and definitioNs ... nan 1
4 0T o 1
5 REAGENES ..ot 1
6 Y o 0T 1= 1 {0 3
7 Sampling and preparation of the test samples ... 3
8 oY o7 o 11 ] 3
8.1 53 8 oYY o) o SR 3
8.2 =] F= 1012 == S 3
8.3 [ 1= =T 40 011 4 1 e o S 3
8.3.1 Dissolution of the test Portion ... 3
8.3.2 Treatment of insoluble residue ... 4
8.3.3 Colour development ......... s nn e e s 4
8.3.4 Spectrophotometric MeasSUremMeNts ...........ccccciiiiiiiiccccserrr e ssn e sammne e s 5
8.4 Establishment of the calibration curves ... 5
8.4.1 Preparation of the calibration solutions ... —— 5
8.4.2 Spectrophotometric MeAasSUremMENtS ...........ccccciiiiiiiicccrrerrr e ssn e e s sammne e e s 6
8.4.3 L0 111 o = 1o TN 21 Y= 6
9 EXpression of results ... ————— 7
9.1 Method of calculation ... e 7
9.2 g =T -] Lo NS 7
10 553 = o T o 8
Annex A (informative) Additional information on the international precision tests ........cccccceceecvricnneenn. 9
Annex B (informative) Graphical representation of precision data ..........cccccovveeecirircccerrrccce e 11

23] o e [ =T o] 1 )7/ SRR 12



		2026-06-29T14:17:56+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




