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Measurement of roughness average Ra and peak count RPc on metallic flat products 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Terms and definitions ....................................................................................................................4 
 
4 Measuring instrument ....................................................................................................................7 
 
5 Sample preparation ........................................................................................................................9 
 
6 Measuring conditions ....................................................................................................................9 
 
7 Test report .....................................................................................................................................11 
 
Bibliography ...................................................................................................................................................12 
 


		2026-06-16T08:13:15+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




