DIN EN 10292:2007-06 (E)

Continuously hot-dip coated strip and sheet of steels with high yield strength for
cold forming - Technical delivery conditions

Contents Page
0T =T o 3
1 £ o - PSS 4
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 4
3 Terms and definitioNs ... 4
4 Classification and designation ... ————— 5
4.1 L0 - T 1 o7 1o o S 5
4.2 DESIgNAtioN .....ooiiiieiiiiii i ——————————— 5
5 Information to be supplied by the pUrChaser ...........oocc oo 6
5.1 Mandatory information ... e 6
5.2 L0 ] o 1 o o L= PSS 6
6 MaNUFfaCtUring PrOCESS .....cccccciiiiiiiiisiirseerrr e s rssss s ssssme s e e e re s s s s ssmn e e e e e es s s s s s snms e e e e eesanssssnmn e e e e e esssnnnennnnns 7
7 L= o LT =Y .4 =1 o 7
71 Chemical COMPOSILION ... s mn e s mn e s mnnns 7
7.2 Mechanical Properties ... s mn s e e e 9
7.3 Requirements for coatings .........cccciiiiimin e ———————— 1
7.4 Tolerances on dimensions and Shape ... 16
7.5 Suitability for further pProCessing ........occccccciiiiiiiccccscrr s annns 16
8 =55 ' 16
8.1 =Y o = - | 16
8.2 TESt UNIES i 16
8.3 NUMDEr Of tESES ......ooiiii e 16
8.4 SAMPIING ceeeiiiiiiiri i 17
8.5 TeSt MELNOMS ...t mn e e e e s mmnn e e e e s s 18
8.6 =] =] = 18
8.7 INSPECtion dOCUMENLS .......eeeiei it sme e s mmn e e e 18
9 = T ] 19
10 = T2 (] T X 19
1 Storage and transportation ... 19
12 D 1T o L1 =Y 19

Annex A (normative) Reference method for determination of the zinc, zinc-iron, zinc-aluminium
and aluminium-zinc coating MASS ......cccciiiiinii e ————————— 20

Annex B (normative) Reference method for determination of the aluminium-silicon coating mass ...21
Annex C (normative) Methods for determination of the mass of the Fe-Al-Si alloy layer ..................... 22

=1 o7 [T Yo | = T o 17/ 23



		2026-05-21T16:06:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




