ISO 5418-1:2006-12 (E)

Iron ores - Determination of copper - Part 1: 2,2'-Biquinolyl spectrophotometric
method

Contents Page
0T =T o iv
1 £ o - PSS 1
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 1
3 T T 1 o 1
4 REAGENTES ..ot 2
5 N o o 2= T = 10 = 3
6 SF=T0] o1 LT T IR T IXT= 11 4 o] (=3 PSS 3
6.1 7= o = T 3
6.2 Preparation of predried test SAMPIES .........ooviccccmiiiiicccccrrr e ———— 3
7 e T o= LT - 3
71 Number of determinations ... 3
7.2 =53 8 o T o) O 3
7.3 Blank test and ChecCk test ... 4
7.4 Determination ... e 4
7.41 Decomposition of the test Portion ... —— 4
7.4.2 Treatment of the residue ... e s 4
743 Treatment of the test SOIULION ..........ccoiiiiii e 5
7.4.4 Spectrophotometric MeasuremMent ... s anr e ennnns 5
7.5 Preparation of calibration curve ... ———————————— 5
8 EXPression Of r@SUILS ........ooiccccciiiiiiiccccecrre s e e s e s s smn e e e e e s e anme e e e e nmmen e e e s 6
8.1 Calculation of mass fraction of COPPET ......ccvi i s nnns 6
8.2 General treatment of results ... ——————— 7
8.21 Repeatability and permissible tolerance ... —— 7
8.2.2 Determination of analytical result ... ———— 7
8.2.3 Between-laboratories PreCiSion ... 7
8.24 L0 =T QR o (T =Y T 8
8.2.5 Calculation of final result ... 8
8.3 L0 ) To L= - T o 9
9 TESE FEPOIT ... s s ssssssssssssssssssssssssssssssnsnsnnnsnnnnnnnnnnnnn 9
Annex A (normative) Flowsheet of the procedure for the acceptance of analytical values for test

L= 1 0] o = 10
Annex B (informative) Derivation of repeatability and permissible tolerance equations ...................... 11
Annex C (informative) Precision data obtained by international analytical trials ...........c.ccccorimirnnneen. 12



		2026-05-11T22:16:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




