ISO 20753:2008-03 (E)

Plastics - Test specimens

Contents Page
0T =T o iv
L Yo 11T T o '
1 T o - 1

2 NOIrMAtive refErEeNCES ... s n e mnn e s 2
3 Terms and definitioNs ... 2
4 Preparation of test SPECIMENS ... e 3
4.1 (=Y 0T - 3
4.2 Injection moulding of test SPECIMENS .........coiiiiiiiiiiici i —————_— 3
4.3 Compression moulding of test SPECIMENS ... s 4
4.4 Preparation of test specimens by machining ........cccccconiiinnii 4
5 Types of test specimen and their dimensions ... 4
5.1 Types Of teSt SPECIMEN ... sm e e e s s s smnn e e e e e s sn s en e e e eesannnn 4
5.2 Tensile test specimens with parallel-sided central section ..........ccccociiiiiiiiiinnnnnnnsnsssssssssssssnenns 5
5.2.1 Multipurpose test specimens (type A1 and type A2) .......cccccerriiiicccssmemrrenrnsssssssssesesesessssssssssnennes 5
5.2.2 Reduced-scale test SPECIMENS ... 6

5.3 Bar test SPeCIMENS (tYPE B) ...coeviiiiiiccicciiri s crserr e 7

5.4 Small tensile specimens (LYPe C) ..o iccciciimiiiiicsccscrrre s sssssr e s s e s s smsr e e e e s s s s smmen e e e e s snsnnnns 8

5.5 Plate specimens (type D) ... s s 9

6 Report on preparation of test SPECIMENS ... 9

Annex A (informative) Recommended applications for multipurpose test specimens or parts

L0 1= =T o 1
Annex B (normative) Designation system for test specimens .........ccccccciiiiiiccccsrerr s 12
=1 o7 [T Yo | = T o 17/ 14



		2026-06-01T04:38:39+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




