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Polypropylene (PP) pipes - Effect of time and temperature on the expected strength 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Basic equations ..............................................................................................................................2 
 
5 Expected strength ..........................................................................................................................3 
5.1 Extrapolation limits ........................................................................................................................3 
5.2 Graphical representation ...............................................................................................................3 
5.3 Tabulated values ............................................................................................................................3 
 
Annex A (normative) Demonstrating conformance of pipes to the reference lines ...............................12 
 
Bibliography ...................................................................................................................................................13 
 


		2026-06-20T19:56:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




