DIN EN I1SO 32100:2011-04 (E)

Rubber- or plastics-coated fabrics - Physical and mechanical tests - Determination of
flex resistance by the flexometer method (ISO 32100:2010)

Contents Page
[0 =3 T o o 3
1 £ o - PSS 4
2 Normative references ... ————— 4
3 Terms and definitions ..o ——————— 4
4 e T T 1 o1 5
5 N o o 2= T = 10 = 5
6 TeSt SPECIMENS ... s s n s s sssssss s s s sssssssssssssssssssssssssssssssssssssnssnnsnnnnnnnnnnnnn 7
6.1 £ =T 1] o115 T PSS 7
6.2 Number of test SPECIMENS .....cooiiiiiiiccccrrre e s s ssme e e e e e s s nnnmen e e e s 8
6.3 Conditioning of the test SPECIMENS .......cooiiiiiccccc s ennnes 8
7 g oo =Y o [T - 8
8 EXPression of reSUILS ...t e 13
9 =53 0 =Y o X o 13
Annex A (normative) Important clarifications .........ccccccoiiiiiccccc e ————— 15
=1 o7 [T Yo | = T o 17/ 16



		2026-06-06T10:01:20+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




