ISO 19899:2010-09 (E)

Plastics piping systems - Polyolefin pipes and mechanical fitting assemblies - Test

method f or the resistance to end load (AREL test)
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Annex A (normative) End load forces for PE 80 pipes and PE 100 pipes
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