ISO 21307:2011-05 (E)

Plastics pipes and fittings - Butt fusion jointing procedures for polyethylene (PE)
pipes and fittings used in the construction of gas and water distribution systems
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Annex A (informative) Examples of single low-pressure, dual low-pressure and single high-
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