
 

 - 1 -

ISO 10361:2012-03 (E) 
 
 
Textile floor coverings - Production of changes in appearance by means of 
Vettermann drum and hexapod tumbler tester 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references  .................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 1 
 
5 Method A -- Vettermann drum method ......................................................................................... 1 
5.1 Apparatus  ........................................................................................................................................ 1 
5.2 Atmosphere for conditioning and testing  ................................................................................... 4 
5.3 Selection and preparation of test specimens  ............................................................................. 4 
5.4 Procedure  ........................................................................................................................................ 5 
 
6 Method B -- Hexapod method  ....................................................................................................... 5 
6.1 Apparatus  ........................................................................................................................................ 5 
6.2 Atmosphere for conditioning and testing  ................................................................................... 7 
6.3 Selection and preparation of test specimens  ............................................................................. 8 
6.4 Procedure  ........................................................................................................................................ 8 
 
7 Test report  ....................................................................................................................................... 9 
 


		2026-04-19T16:55:41+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




