ISO 3451-2:1998-12 (E)

Plastics - Determination of ash - Part 2: Poly(alkylene terephthalate) materials

Contents Page
1 £ o o - PSSP 1
2 NOIrmMative refereNCe....... .. e s mn e e s e e s e mmn e e e e ee s e nmnmnnnes 1
3 e T 01T o1 1
B N 101 1= I 4 = =] - | 1
3.2 Filled and glass-fibre reinforced materials...........ccccoccimiiiiiiiiini e —————— 1
3.3 Flame-retardant materials reinforced with glass fibre ..., 2
4 Reagents (method C or method A in the presence of DBB) ........cccccoiiiiiccccemmeinnscs e ssneees 2
5 N o - - 1 2
6 g o T o7 =T LT 2
200 Y =3 o T 4 1T o 2
L 101 =Tc I 4 = =] 4 - 1L 3
6.3 Filled and glass-fibre reinforced materials............ccccooiiiiiiiincr i —— 3
6.4 Materials reinforced with glass fibre containing flame-retardant antimony trioxide and/or

other volatilizable additives ... ——— 3
7 EXPression Of reSUILS ...t s e s s e s s s e s s s s e s s e e nenennnnnnnnnnnnnnnnnnnnnnns 4
8 o (= =3 o P 4
9 LIS 30 =] oo o N 4



		2026-05-12T10:17:38+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




