ISO 19095-4:2015-08 (E)

Plastics - Evaluation of the adhesion interface performance in plastic-metal
assemblies - Part 4: Environmental conditions for durability

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1
2 Normative referenCes ... e 1
3 BT 4 3= 1 Lo Lo 1= 3 T 4 T Y 1
4 B IS5 = 7= o314 =T o SR 4
4.1 Form of teSt SPECIMEN ... s s e e e e e e s e s s mnn e e e e s s nmnmnnnns 4
4.2 Condition of test SPECIMEN ... s e s mnn e e e e s e n s nnn 4
5 TSt ProCEAUIE ...t ane 4
5.1 Temperature dependence test ... ————————————— 4
511 Y o o T= = 10 = 4
51.2 IS E53 oo = [T - 5
51.3 Presentation of result ... 5
5.2 Thermal ShOCK test ... s 5
5.2.1 Y o o X 1= 1 {1 = 5
5.2.2 IS5 A o (e = [T - S 5
5.2.3 Presentation of reSult ... 6
5.3 Temperature/Humidity CYCliC test ... s e e 6
5.3.1 Y ¢ o T T 11 =N 6
5.3.2 TSt ProCEAUIE ... an e ane 6
5.3.3 Presentation of result ... e 7
5.4 High temperature and high humidity test ..........ccccoiiini e ——— 7
5.4.1 Y o o T= = 10 = 7
5.4.2 B ICEE53 oo = [T - 7
54.3 Presentation Of reSUI ... e e 8
5.5 Salt MISTLEST ... e e e e e ne e nn e e e e nne e nennnee 8
5.5.1 Y o o X 1= 1 {0 = 8
5.5.2 IS5 A o (e = [T - SR 8
5.5.3 Presentation of reSult ... 8
5.6 L= 1o [ = = PSS 8
5.6.1 PriNCIPIE i R nn e 8
5.6.2 L€T=Y 0 L= T I o o 0 T 13 o o 1= SN 8
5.6.3 Y ¢ o T T 1 F =N 8
5.6.4 IS5 o o = [ - 9
5.7 =] o T ] o S 9
Annex A (normative) Staircase method (or Dixon and Mood's method ) .........ccccririecirircccrnnrccceevneaes 10
Annex B (normative)Datareclassificationmethod ... e 12



		2026-06-22T21:24:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




