ISO 294-2:2018-12 (E)

Plastics - Injection moulding of test specimens of thermoplastic materials - Part 2:
Small tensile bars

Contents Page
0T =T o iv
1 8T o o1 1
2 Normative referenCes ... 1
3 TermsanddefinitioNs ... e 1
4 Y o 0T 1= 1 {0 1
41 B I8+ LT £SO 2o Vo1 U] Y 1
4.2 Injection-moulding MACKINE ........coo e s e s an e r e e s e e mnnnnnes 2
5 g (0T =Y o 11 2
5.1 Conditioning of material ... ——————— 2
5.2 Injection MOUIAING ......ccueiiiiii i —————————— 2
6 Report on test-specimen preparation ... ————— 3
7] o 1o =T ] 13T/ 4



		2026-04-17T19:51:41+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




