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DIN EN ISO 24023-2:2020-08 (E) 
 
 
Plastics - Plasticized poly(vinyl chloride) (PVC-P) moulding and extrusion materials - 
Part 2: Preparation of test specimens and determination of properties (ISO 24023-
2:2020) 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Foreword  .......................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 6 
 
4 Preparation of test specimens  ...................................................................................................... 6 
4.1 General  ............................................................................................................................................ 6 
4.2 Treatment of the material before moulding  ................................................................................. 6 
4.3 Compression moulding  ................................................................................................................. 6 
 
5 Conditioning of test specimens  .................................................................................................... 7 
 
6 Determination of properties  .......................................................................................................... 7 
 
Annex A (normative) Detailed description of the preparation of test specimens  .................................... 9 
 
A.1 Principle  .......................................................................................................................................... 9 
A.2 Preparation of preliminary sheets  ................................................................................................ 9 
A.2.1 Apparatus  ........................................................................................................................................ 9 
A.2.2 Milling conditions  ........................................................................................................................... 9 
A.2.3 Procedure  ........................................................................................................................................ 9 
A.3 Preparation of moulded sheets  .................................................................................................. 10 
A.3.1 Apparatus  ...................................................................................................................................... 10 
A.3.2 Moulding conditions  .................................................................................................................... 10 
A.3.3 Procedure  ...................................................................................................................................... 10 
A.4 Preparation of the test specimens from the moulded sheet  ................................................... 10 
 


		2026-04-17T12:11:32+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




