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DIN EN ISO 22403:2022-01 (E) 
 
 
Plastics - Assessment of the intrinsic biodegradability of materials exposed to 
marine inocula under mesophilic aerobic laboratory conditions - Test methods and 
requirements (ISO 22403:2020) 
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