ISO 19095-5:2023-02 (E)

Plastics - Evaluation of the adhesion interface performance in plastic-metal
assemblies - Part 5: Fracture energy

Contents Page
FOT@WOTM. ...t iv
IIETO@UICTION ... \Y
1 SCOP ...tk 1
2 Normative references
3 Terms and definitions
4 Test specimens.......

4.1 Shape and size
4.2 Procedure for test specimen preparation

5 T@ST PIOCEAUIC ...
5.1 TESE IMMACKHITIE ..ot
5.2 LLOAIIIE TS ettt
5.3 Displacement measurement...........ccooonn
5.4 Measurements of test specimen dimensions..
5.5 CONAItIONING ..o
5.6  Test procedure

Evaluation of the fractur@ NETZY ...t 8
Failure pattern and test Validation ... 9

20 =L o8 1 (0] 1 OSSOSO 11

© 0 3 O

TESTE T@POTT ...t 11
BIDLHOZTAPIY ... 12



		2026-05-01T03:42:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




