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DIN EN ISO 2085:2018-12 (E) 
 
 
Anodizing of aluminium and its alloys - Check for continuity of thin anodic oxidation 
coatings - Copper sulfate test (ISO 2085:2018) 
 
 
Contents            Page 
 
 European foreword ...............................................................................................................................................................................................................3

1 Scope ................................................................................................................................................................................................................................. 5
2 Normative references ...................................................................................................................................................................................... 5
3	 Terms	and	definitions ..................................................................................................................................................................................... 5
4 Principle ........................................................................................................................................................................................................................ 5
5 Reagents ........................................................................................................................................................................................................................ 6
6 Test area ........................................................................................................................................................................................................................ 6

6.1 Sampling .......................................................................................................................................................................................................6
6.2 Size and shape .........................................................................................................................................................................................6
6.3 Treatment before testing ................................................................................................................................................................6

7 Procedure..................................................................................................................................................................................................................... 6
8 Expression of results ........................................................................................................................................................................................ 6
9 Test report ................................................................................................................................................................................................................... 7

Foreword .........................................................................................................................................................................................................................................4


		2026-05-11T18:00:19+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




