DIN EN 1971-2:2020-02 (E)

Copp er and copper alloys - Eddy current test for measuring defects on seamless

round copper and copper alloy tubes - Part 2: Test with an internal probe on the inne

r surface
Contents Page
EUropean fOr@WOId ......... ... s e s e e e e s e e mmn e e e ee s s e s ammn e e e e e s sa s nmnn e e e eenaas 3
L Yo 11T o) o 4
1 5 oo o - SRS 5
2 NOIrMAtive refEreNCEeS .......ooi i e e e e 5
3 Terms and defiNitioNs ..o e 5
4 General reqUIrEMENES .......ooiiiiiiiiiiir s 5
41 Personnel qualification ..o ———— 5
4.2 Condition of tube to be tested ... ————— 6
4.3 o T 4 =T 0 S 6
5 Reference standard tube ... e 6
6 ACCEPLANCE CrtErIA ......eeeeee s s 7
6.1 Detection of local discontinuities by internal probes systems .........ccccooiiiiicccccnccccceeeens 7
6.2 Detection of non-local discontinuities by internal probes systems with lower detection
2= LS 7
6.3 Other test MEthods ... s s s e e e e e nas 8
7 Instrument adjustment ... ————————————— 8
7] o 1Yo - o )/ 9



		2026-04-23T21:58:34+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




