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Wrought alloys of nickel and iron - Chemical composition

Contents Page
T T o o 3
1 8T o o1 4
2 NOIrMative referenCes ... ———— 4
3 Terms and definitioNs ... ———————————— 4
4 DeSigNation ... nnn e 4
5 Chemical COMPOSILION ......ccoiiiiiirir e n e e s s sssm e e e e e e s s e anmnenesnnssnnnnn 4
6 Semi-finished Products ... ————————— 4
7 Analysis of chemical composition ..o ———— 5
8 o o = o =TS 5
8.1 Coefficients of thermal expansion for thermal expansion materials ............c.ooccciiiicmnininnnnneees 5
8.2 Magnetic properties of soft magnetic materials ..........cccecoomirrcccemerccrr e 5
9 [ELe 1T 4 Te 114 Te JRo 3 =1 1L PSS 5
571 o e [ =T o] 1 )7/ SRR 12
Figures Figure 1 -- Typical mean coefficient of linear thermal expansion () of thermal expansion
materials as in Table 2 in the annealed condition for various temperature intervals ........... 11

Tables Table 1 -- Chemical composition of soft magnetic materials .........cccccvcvvmriiiicnnice 6
Table 2 -- Chemical composition of thermal expansion materials .........cccccciiiriiciiicricc s 7
Table 3 -- Information on the use of soft magnetic materials as in Table 1 .......ccccoocoeirircccir s 8
Table 4 -- Information on the use of thermal expansion materials as in Table 2 ..........ccccccccveeieniiennnees 9

Table 5 -- Tolerances for the mean coefficient of linear thermal expansion of thermal expansion
materials as in Table 2 for selected temperature intervals ..........cccccvviiiiiiiciiicisce s 10



		2026-04-29T12:32:17+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




