
 
 - 1 -

DIN EN 13523-10:2010-07 (E) 
 
 
Coil coated metals - Test methods - Part 10: Resistance to fluorescent UV radiation 
and water condensation 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................5 
 
2 Normative references ....................................................................................................................5 
 
3 Terms and definitions ....................................................................................................................5 
 
4 Principle ..........................................................................................................................................5 
 
5 Apparatus and materials ...............................................................................................................5 
 
6 Sampling .........................................................................................................................................6 
 
7 Test panels ......................................................................................................................................6 
 
8 Procedure ........................................................................................................................................6 
8.1 Exposure .........................................................................................................................................6 
8.2 Calibration and maintenance of calibration ................................................................................7 
8.3 Evaluation of test specimens ........................................................................................................7 
 
9 Expression of results .....................................................................................................................7 
 
10 Precision .........................................................................................................................................7 
 
11 Test report .......................................................................................................................................7 
 
Bibliography .....................................................................................................................................................8 
 


		2026-06-21T12:23:50+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




