
 
 - 1 -

DIN EN ISO 15234:2011-02 (E) 
 
 
Paints and varnishes - Testing of formaldehyde-emitting coatings a nd melamine 
foams - Determination of the steady-state concentration of formaldehyde in a small 
test chamber (ISO 15234:1999) 
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