
 

 - 1 -

DIN EN ISO 8502-4:2017-05 (E) 
 
 
Preparation of steel subs trates before application of paints and related products - 
Tests for the assessment of surface cleanliness - Part 4: Guidance on the estimation 
of the probability of condensation prior to paint application (ISO 8502-4:2017) 
 
 

European foreword ...............................................................................................................................................................................................................3

Introduction ................................................................................................................................................................................................................................. 6
1 Scope ................................................................................................................................................................................................................................. 7
2 Normative references ...................................................................................................................................................................................... 7
3 Probability of condensation ..................................................................................................................................................................... 7
4 Instruments ............................................................................................................................................................................................................... 8
5 Procedure..................................................................................................................................................................................................................... 9
6 Test report ................................................................................................................................................................................................................... 9
Annex A (informative) Table for determination of dew-point ................................................................................................ 11
Bibliography .............................................................................................................................................................................................................................32

Contents Page

Foreword .........................................................................................................................................................................................................................................4


		2026-06-11T07:53:41+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




