
ISO 2812-2:2018 (E)

Paints and varnishes — Determination of resistance to liquids — Part 2: Water
immersion method

Contents

Foreword 

1 Scope 

2 Normative references 

3 Terms and definitions 

4 Principle 

5 Apparatus 

6 Sampling 

7 Test panels 

7.1 Materials and dimensions 
7.2 Preparation and coating 
7.3 Drying and conditioning 
7.4 Artificial damaging 
7.5 Coating thickness 

8 Procedure 

8.1 Number of determinations 
8.2 Determination 

9 Evaluation 

9.1 Interim inspections 
9.2 Final inspection 

10 Precision 

11 Test report 

Page count: 4

-  -


		2026-06-24T00:51:25+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




