
 
 - 1 - 

DIN EN 13523-7:2022-01 (E) 
 
 
Coil coated metals - Test methods - Part 7: Resistance to cracking on bending 
(T-bend test) 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Principle  .......................................................................................................................................... 5 
 
5 Apparatus  ........................................................................................................................................ 6 
 
6 Sampling  ....................................................................................................................................... 11 
 
7 Test specimen  .............................................................................................................................. 12 
 
8 Procedure  ...................................................................................................................................... 12 
8.1 General  .......................................................................................................................................... 12 
8.2 Methods for practical (industrial) use  ........................................................................................ 12 
8.2.1 Folding method  ............................................................................................................................ 12 
8.2.2 Mandrel method  ............................................................................................................................ 13 
8.3 Method for laboratory purposes  ................................................................................................. 14 
 
9 Expression of results  ................................................................................................................... 14 
 
10 Precision  ....................................................................................................................................... 14 
 
11 Test report  ..................................................................................................................................... 14 
 
Bibliography  ................................................................................................................................................... 16 
 


		2026-06-30T11:55:35+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




