DIN EN 13523-7:2022-01 (E)

Coil coated metals - Test methods - Part 7: Resistance to cracking on bending
(T-bend test)

Contents Page
[T o oY== 4 T8 o] =NV o o S 3
1 5 o o o - SRS 5
2 NOIrmMative refEreNCEeS ... s s s mn e e e s s e nmmr e e e e e s s nmnmnnnns 5
3 Terms and definitioNs ... e 5
4 T T 1o S 5
5 /Y o 0T T -1 U 6
6 85T 13 4 o 11 o SR 1

7 B3 3 oY= o311 4T o S SP 12
8 o o7 =T T - 12
8.1 7= T - 12
8.2 Methods for practical (industrial) USe .........cccccirimmiiiniir e —— 12
8.2.1 Folding Method ... —————— 12
8.2.2 Mandrel Method ... —————— 13
8.3 Method for 1aboratory PUrPOSES .........ccccerereeierrrrsrersrssnreressssnesesssnse e e s sme e e s sme e e e s mnesesssmnesassnnes 14
9 EXPression Of reSUILS ........ccccccciiiiiiiicc s ssce s rr e s s s e e s s smn e e e s e s s s nmme e e e ee s e nnnns 14
10 (=Y o2 = 1o o 14
11 LI 08 =] oo 14
[ T0 o [T - o )/ 16



		2026-04-17T21:47:00+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




