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Contents Page
[ =TT o o iv
L oo LU T o o N '
1 S o o o - 1
2 Normative references ... ———————————— 1
3 Termsanddefinitions ... ———————————— 1
4 3T T3 T o =SS 2
5 Apparatus and test eqUIPMENt ... —————————— 2
6 TESE PANECIS ... s ane 3
7 Number of determinations ... —————————— 3
8 g o T o7 o ¥ ] 3
8.1 Coating of the test PaANEIS ......ccoo i 3
8.2 BIaNK teSt .....ooiiiiiiiii i 4
8.3 General of test SUDStANCES ... —————————— 4
9 EValU@tion ..o 4
10 Additional teStS ......oivciiiiii e —————————————————— 5
11 Marking of the test result ... —————————— 5
12 g = o =T o 5
13 L= 5 98 (=T o T 5
271 oL TeTe | o 1 )7/ SR 6



		2026-04-30T05:21:20+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




