ISO 11125-5:2025-07 (E)

Preparation of steel substrates before application of paints and related products -
Test methods for metallic blast-cleaning abrasives - Part 5: Determination of
percentage defective particles and of microstructure

Contents Page
FOT@WOTM........ et iv
TIEIO@UICTION ... v
1 SCOPI@ ...tk 1
2 NOIIATIVE FEEFEI@IICES ... 1
3 Terms and AeFIIETIONIS ... 1
4 AAPPATATULS ...tk 1
5 SAMMPIIIIG ..t 1
6 Preparation of the SAMIPLE ...ttt 2
7 PTOCEAUIE. ...

71 Determination of cracks, voids and shrinkage.................

7.2 Determination of defectively shaped shot particles

7.3 Determination of defectively shaped grit particles.........ccone

7.4 Determination of defectively shaped cylindrical particles

7.5 Determination of defectively shaped irregular particles...........cc.......

7.6 Determination Of MICTOSEIUCTUTE ..o
8 T@SE TE@POT T ... 3
BIDIHOZTAPIY ... 4



		2026-06-25T13:52:21+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




