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DIN EN ISO 8502-11:2006-08 (E) 
 
 
Preparation of steel subs trates before application of paints and related products - 
Tests for the assessment of surface cleanliness - Part 11: Field method for the 
turbidimetric determination of water-soluble sulfate (ISO 8502-11:2006) 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................2 
 
Endorsement notice ........................................................................................................................................2 
 
Introduction ......................................................................................................................................................4 
 
1 Scope ...............................................................................................................................................5 
 
2 Normative references ....................................................................................................................5 
 
3 Principle ..........................................................................................................................................5 
 
4 Reagents .........................................................................................................................................5 
 
5 Apparatus ........................................................................................................................................6 
 
6 Procedure ........................................................................................................................................6 
6.1 Preparation of solvent ...................................................................................................................6 
6.2 Removal of water-soluble contaminants from the surface ........................................................6 
6.3 Blank test and preparation of the colloidal solution ..................................................................6 
6.4 Turbidimetric measurement ..........................................................................................................7 
 
7 Calculation and expression of results .........................................................................................7 
 
8 Precision .........................................................................................................................................8 
 
9 Test report .......................................................................................................................................9 
 


		2026-05-11T23:35:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




