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DIN EN ISO 21227-3:2007-07 (E) 
 
 
Paints and varnishes - Evaluation of defects on coated surfaces using opt ical 
imaging - Part 3: Evaluation of delamination and corrosion around a scribe (ISO 
21227-3:2007) 
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