DIN EN ISO 15181-3:2007-10 (E)

Paints and varnishes - Determination of release rate of biocides from antifouling
paints - Part 3: Calculation of the zinc ethylene-bis(dithiocarbamate) (zineb) release
rate by determination of the concentration of ethylenethiourea in the extract (ISO
15181-3:2007)
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