
 
 - 1 -

DIN EN 12273:2008-08 (E) 
 
 
Slurry surfacing - Requirements 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Terms and definitions ....................................................................................................................5 
 
4 Symbols ..........................................................................................................................................6 
 
5 Requirements .................................................................................................................................6 
5.1 Constituent materials .....................................................................................................................6 
5.1.1 General ............................................................................................................................................6 
5.1.2 Binders ............................................................................................................................................7 
5.1.3 Aggregates ......................................................................................................................................7 
5.1.4 Grading curves ...............................................................................................................................7 
5.2 Slurry surfacing ..............................................................................................................................7 
5.2.1 Defects as determined by visual assessment .............................................................................7 
5.2.2 Skid resistance ...............................................................................................................................7 
5.2.3 Characterising noise generation (other characteristics) .........................................................10 
5.3 Durability .......................................................................................................................................10 
5.3.1 General ..........................................................................................................................................10 
5.3.2 Skid resistance .............................................................................................................................10 
5.3.3 Bond ..............................................................................................................................................10 
 
6 Evaluation of conformity .............................................................................................................10 
 
Annex A (normative) Factory Production Control (FPC) ...........................................................................11 
 
A.1 General ..........................................................................................................................................11 
A.2 General requirements ..................................................................................................................11 
A.3 Product specific requirements ...................................................................................................12 
 
Annex B (normative) Minimum test frequencies for Factory Production Control (FPC) .......................16 
 
Annex C (normative) Type Approval Installation Trial (TAIT) ...................................................................20 
 
C.1 General ..........................................................................................................................................20 
C.2 Requirements ...............................................................................................................................20 
C.3 Records .........................................................................................................................................20 
C.4 Information availability ................................................................................................................21 
 
Annex ZA (informative) Clauses of this European Standard addressing the provisions of the EU 

Construction Product Directive ..................................................................................................22 
 
ZA.1 Scope and relevant characteristics ....................................................................................................22 
 
ZA.2 Procedure for attestation of conformity of slurry surfacing ............................................................24 
 
ZA.3 CE marking and labelling .....................................................................................................................25 
 
Bibliography ...................................................................................................................................................29 


		2026-06-24T21:20:17+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




