
 
 - 1 -

ISO 12580:2007-10 (E) 
 
 
Timber structures - Glued laminated timber - Methods of test for glue-line 
delamination 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
Introduction ......................................................................................................................................................v 
 
1 Scope ...............................................................................................................................................1 
 
2 Terms and definitions ....................................................................................................................1 
 
3 Symbols and abbreviated terms ...................................................................................................1 
 
4 Principle ..........................................................................................................................................1 
 
5 Apparatus ........................................................................................................................................2 
5.1 Pressure vessel for methods A, B, C ...........................................................................................2 
5.2 Boiling and cooling vessels for method D ..................................................................................2 
5.3 Drying duct for methods A, B, C, D, E ..........................................................................................2 
 
6 Preparation of test pieces .............................................................................................................2 
 
7 Procedure ........................................................................................................................................3 
7.1 General ............................................................................................................................................3 
7.2 Test cycle for method A ................................................................................................................4 
7.3 Test cycle for method B ................................................................................................................4 
7.4 Test cycle for method C ................................................................................................................4 
7.5 Test cycle for method D ................................................................................................................5 
7.6 Test cycle for method E .................................................................................................................5 
 
8 Results ............................................................................................................................................5 
8.1 General ............................................................................................................................................5 
8.2 Total delamination ..........................................................................................................................6 
8.3 Maximum delamination .................................................................................................................6 
 
9 Test report .......................................................................................................................................6 
 
Bibliography .....................................................................................................................................................7 
 


		2026-07-09T17:07:46+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




