ISO 8336:2009-05 (E)

Fibre-cement flat sheets - Product specification and test methods

Contents Page
0T =T o iv
L Yo 11T T o \'
1 T o - 1

2 NOIrMAtive refErEeNCES ... s n e mnn e s 1

3 Terms and definitioNs ... 2
4 Symbols and abbreviations ... e annns 4
5 L= o LT =Y 4 =T o 5
5.1 (= T - S 5
5.2 Sheet clasSIfiCatioNs ... 5
5.3 Composition and Manufacture ... 6
5.4 Appearance and finiSh ... 6
5.5 Dimensions and tOlerancCes ..o ———— 6
5.6 Physical requirements and characteristics ...........cccociiiiiiiii e 9
5.7 L = o o 0T =Y o = 12
5.8 [ oo [ T2 0 T=T g e ¢ 4 - 1o U 12
6 Evaluation of conformity ........ccccceiiiiciiiiiiiii e ss e e e s mn e n e e e e annne 12
6.1 =Y T - 12
6.2 Type teStiNg ..coccceiiiire i ————————————— 12
6.3 Quality coNtrol SYSteM ... ——————————— 14
6.4 Inspection of a consignment of finished products ... 16
7 JLIC= TS = LT T =T 0T 0L 16
71 =Y o = - | 16
7.2 Dimensional and geometrical tests ... ————— 16
7.3 Physical performance teStS .......cccciiiiiiciiiimiiiiissc e ssser e sme s e e s nmn e e e e e s s annne 16
8 1= ] R 21

Annex A (normative) Consignment and inspection sampling .........cccccciiiiminnii 22

Annex B (normative) Statistical method for determining the corresponding wet values or revised
dry specifications for the MOR when making the dry method of test or when tested prior
to coating for quality control PUrPOSES ... e 23

Annex C (normative) Dimensional measurement and geometrical testing procedure ..........ccccccvrrnn..e. 26

Annex D (normative) Test method for the determination of fibre-cement sheet modulus of rupture
[ T=T 0 T [T T I3 =1 Ve 10 ) 30

Annex E (normative) Test method for the determination of the apparent density of fibre-cement
L= == 34

Annex F (normative) Test method for the determination of moisture movement characteristic of
fibre-cement Sheets ... —————————————— 36



Annex G (normative) Test method for the determination of water permeability of fibre-cement

L= 7Y =T 38
Annex H (normative) Test method for the evaluation of freeze-thaw performance of fibre-cement

L= 1Y = 40
Annex | (normative) Test method for the evaluation of heat-rain performance of fibre-cement

SREEES ..o 42
Annex J (normative) Test method for warm water evaluation of fibre-cement sheets ......................... 44
Annex K (normative) Test method for soak-dry evaluation test of fibre-cement sheets ...................... 46
BibliOGrapRy ...ooceeeiiicis i, 48



		2026-05-22T09:51:06+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




