DIN EN 13459:2011-12 (E)

Road marking materials - Sampling from storage and testing

Contents Page
[ = T o o 3
1 £ T o - 4
2 Normative refer@nCes ... ——————— 4
3 Terms and definitionNs ... —————————————— 4
4 ESF=T0 0] o1 T T I e e =Y o 11 4 oY SRS 4
5 Testing Of SAMPIES .......eueiiiiiiicc e s s s s sme e e e e e s e s s smnn e e e e essammnneneeesnnnnn 7
6 =53 0 =Y o Lo o 9
Annex A (normative) Minimum information required to accompany the sample ..........cccoccriiiiiniiniinnns 10



		2024-05-11T03:25:25+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




