DIN EN 12802:2011-12 (E)

Road marking materials - Laboratory methods for identification

Contents Page
[ = T o o 3
1 £ T o - 4
2 Normative refer@nCes ... ——————— 4
3 Terms and definitionNs ... —————————————— 4
4 £ =T 1] o115 T PP 5
5 TeSt MELNOAS ....ceeiiiri i ————— 5
6 =53 0 3 =T o o 9
Annex A (normative) Paint - Test method for the determination of the solids content ......................... 10

Annex B (normative) Paint, thermoplastics and cold plastics - Test method for the determination
and identification of organic constituents ............ccccccccriiiiiicccccccrr e —— 12

Annex C (normative) Paint, thermoplastic and cold plastic - Test method for the determination and
identification of inorganic constituents ...........ccccoeiiiecccccr e ———— 16

Annex D (normative) Paint, thermoplastics and cold plastics - Test method for the determination of
the titanium (IV) dioxide content in the inorganic compound ...........cccciiiiiiiinniincieeenns 18

Annex E (normative) Paint, thermoplastics and cold plastics - Test method for the determination of
the glass bead content ... —————————— 21

Annex F (normative) Paint and cold plastics - Test method for the determination and identification
Of SOIVENLS ..ottt ————————— 23

Annex G (normative) Paint - Test method for the determination of viscosity (Krebs-Stormer

3 0= {3 T o | SR 26
Annex H (normative) Paint, thermoplastics and cold plastics - Test method for the determination of

the ash content ... ——————————————— 31
BibliOGrapRy ....oeeieiiiie it 33



		2026-05-17T08:26:00+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




