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Ceramic tiles - Grouts and adhesives - Part 4: Test methods for grouts

Contents Page
0T =310 o iv
1 £ T o - 1
2 NOrMative referenNCeSs ... —————————— 1
3 General test conditions and ProCedUIES .........ccccccmirriiiiiccssssserrrr s ssssse e s s snsne e e e s eessnsnns 1
3.1 £ =T 1] o111 T PSS 1
3.2 Test CONAILIONS .....ooiiiii e 1
3.3 TeSt MALErIAlS .....ccooiiiiiiiiiirr 2
34 LT 0 Yo T o1 o X o= o [T == 2
3.5 =53 0 =Y o Lo o 3
4 TesSt MELNOAS ...t s s s s sssssssssssssssssssnssnssssnnnnsnnnnnnnnnnnnn 3
4.1 Determination of flexural and compressive strength .........ccccocvimiinii 3
4.2 Determination of water absorption ... ——————— 5
4.3 Determination of Shrinkage .........cccciiiiii s —————— 6
44 Determination of resistance to abrasion ... ———— 7
4.5 Determination of transverse deformation ... 8
4.6 Determination of chemical reSiStance ..o 8
Annex A (normative) Test apParatus ........cccccceriiiiiccissmirerinissssssss e e e s sss s ssms s e s e re s s s s s s ssmn e s e e e essassssnnsannsnesssssnnnns 9
BibliOGrapRy ....ceeieiiieisi i 21



		2026-05-27T22:26:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




