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Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................5 
 
2 Normative references ....................................................................................................................5 
 
3 Principle ..........................................................................................................................................5 
 
4 Apparatus ........................................................................................................................................5 
 
5 Sampling .........................................................................................................................................6 
 
6 Procedure ........................................................................................................................................6 
 
7 Calculation of density ....................................................................................................................8 
 
8 Test report .......................................................................................................................................8 
 
9 Precision .........................................................................................................................................8 
 
Annex A (normative) Calibration of container ............................................................................................10 
 


		2024-05-09T19:58:58+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




