DIN EN 15812:2011-06 (E)

Polymer modified bituminous thick coatings for waterproofing - Determination of
crack bridging ability

Contents Page
0T =T o 3
1 £ o - PSS 4
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 4
3 Terms and definitioNs ... 4
4 e T T 1 o1 4
5 N o o 2= T = 10 = 4
6 £ =T 1] o115 T [ PSS 5
7 TeSt SPECIMENS ... nnn s s ssssss s s s ssssssssssssssssssssssssssssssssssssssssnnsnsnnnnnnnnnnn 5
71 =Y o = T 5
7.2 =T g T o 5
7.21 8T o =3 1 - =S 5
7.2.2 L0 0T 1] ' 5
7.2.3 Conditioning of test SPECIMENS ........ccccciiiiiiii e ——————— 5
7.24 Processing bending test (method A) ... ———— 5
7.3 =T g o Y I R 6
7.31 8T o =3 1 - =S 6
7.3.2 L0 o Y- 1 1 | 3 ¥ PSS 7
7.3.3 Conditioning of test SPECIMENS ..........eciiiiiiiiiccccerrrr e s e e e e ee s nnnns 7
7.3.4 Processing tensile test (Method B) ........ccoo i s e 7
8 T o= LT - 8
9 Expression of results and preciSion ... 8
9.1 EXPression of reSUILS ... s 8
9.2 e =Y o -] Lo o 8
10 =53 0 =Y o To Y o 9



		2026-06-17T22:36:40+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




