DIN EN 15813:2011-06 (E)

Polymer modified bituminous thick coatings for waterproofing - Determination of

flexibility at low temperatures

Contents Page
[0 =3 T o o 3
1 £ o - PSS 4
2 Normative references ... ————— 4
3 Term and definition ... ——————————— 4
4 e T T 1 o1 4
5 N o o 2= T = 10 = 4
6 TeSt SPECIMENS ... s s n s s sssssss s s s sssssssssssssssssssssssssssssssssssssnssnnsnnnnnnnnnnnnn 5
7 (=Y o = T = 1) o 5
8 g 0T o= o 1T T 5
9 Expression of results and preciSion ... 5
9.1 EXPression of reSUILS ... e 5
9.2 g =Y o7 =TT 5
10 =53 0 =Y o To Y o 6



		2026-04-19T23:26:58+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




