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DIN EN 15819:2011-06 (E) 
 
 
Polymer modified bituminous thick coatings for waterproofing - Reduction of the 
thickness of the layer when fully dried 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Terms and definitions ....................................................................................................................4 
 
4 Principle ..........................................................................................................................................4 
 
5 Apparatus ........................................................................................................................................4 
 
6 Test specimens ..............................................................................................................................4 
 
7 Preparation .....................................................................................................................................5 
 
8 Procedure ........................................................................................................................................5 
8.1 Test conditions ...............................................................................................................................5 
8.2 Procedure ........................................................................................................................................5 
 
9 Expression of results and precision ............................................................................................5 
9.1 Expression of results .....................................................................................................................5 
9.2 Precision .........................................................................................................................................5 
 
10 Test report .......................................................................................................................................6 
 


		2026-04-19T23:27:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




