ISO 22389-2:2012-01 (E)

Timber structures - Bending applications of I-beams - Part 2: Component
performance and manufacturing requirements

Contents Page
0= o v
L T 11T T o vi
1 £ o - S 1
2 Normative referenCes ... 1
3 Terms and definitioNs ... 1
4 Component reqUIrEMENLS ........oooiiiiiiiiiiir e mme s e s e e mnmn e e e e e s s nnnns 2
4.1 L = T8 T T3 o T 2
4.2 Web material ... ————— 2
4.3 ANESIVES ... R 2
5 Manufacturing reqUIremMEeNts ...........ccccciiiiiiiiccccseerr s e s s sssn e e e e s s mnmn e e e e e e s snsmnneenes 2
5.1 7= o = T 2
5.2 DIimensional tOl@ranCes ... e e 2
6 In-house quality @SSUTANCE ........cccciiiiiiiiiiiniir s 3
6.1 Manufacturing standard ... —————————— 3
6.2 I-beam quality control testing ........ccccccmiiniiii i ———————— 3
7 Qualification and quality assurance of I-beam components manufactured by others ........... 4
71 Producer's responsibility ... 4
7.2 =Yoo o 10 == o 1 o 4
7.3 IdentifiCatioN ..o e 4
8 Periodic reevaluation of structural capacities ..........cccccccevcimmiiiniccccsecrr e 5
8.1 Reevaluation reqUIred ... e 5
8.2 Minimum database in periodic evaluation ... ——— 5
8.3 Data @nalySiS .....ciccccriiiiiiriiiiiiri i 5
9 Identification ... e 6
[ZT1 o [T Yo | = T o 17/ 7



		2026-06-24T21:37:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




