
 

 - 1 -

DIN EN 1790:2013-12 (E) 
 
 
Road marking materials - Preformed road markings 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 5 
 
1 Scope  ............................................................................................................................................... 6 
 
2 Normative references ..................................................................................................................... 6 
 
3 Terms and definitions  .................................................................................................................... 6 
 
4 Requirements  ................................................................................................................................. 8 
 
5 Test methods  ................................................................................................................................ 11 
 
6 Evaluation of conformity  ............................................................................................................. 13 
 
7 Marking and labelling ................................................................................................................... 20 
 
Annex A (normative) Identification of preformed road marking materials  .............................................. 21 
 
Annex B (normative) Test method for Ash content  ................................................................................... 23 
 
Annex C (normative) Thermogravimetric analysis (TGA)  ......................................................................... 25 
 
Annex D (normative) FT-IR spectroscopy of the TGA residue  ................................................................. 27 
 
Annex E (normative) Test method for ATR FT-IR spectroscopy of the adhesive layer  ......................... 28 
 
Annex F (normative) Preformed self-adhesive road marking - Test method for determination of 

mass per unit area of the adhesive  ............................................................................................ 29 
 
Annex ZA (informative) Clauses of this European Standard addressing the provisions of the EU 

Construction Products Directive  ................................................................................................ 31 
 
Bibliography  ................................................................................................................................................... 37 
 


		2026-04-30T01:50:48+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




